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Abstract: This work explores the use of Ge-rich graded-index Si1-xGex rib waveguides as 
building blocks to develop integrated nonlinear optical devices for broadband operation in the 
mid-IR. The vertical Ge gradient concentration in the waveguide core renders unique 
properties to the guided optical mode, providing tight mode confinement over a broadband 
mid-IR wavelength range from λ = 3 µm to 8 µm. Additionally, the gradual vertical 
confinement pulls the optical mode upwards in the waveguide core, overlapping with the Ge-
rich area where the nonlinear refractive index is larger. Moreover, the Ge-rich graded-index 
Si1-xGex waveguides allow efficient tailoring of the chromatic dispersion curves, achieving 
flat anomalous dispersion for the quasi-TM optical mode with D ≤ 14 ps/nm/km over a ~1.4 
octave span while retaining an optimum third-order nonlinear parameter, γeff. These results 
confirm the potential of Ge-rich graded-index Si1-xGex waveguides as an attractive platform to 
develop mid-IR nonlinear approaches requiring broadband dispersion engineering. 
© 2017 Optical Society of America 
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1. Introduction 

Mid-infrared (mid-IR) photonics has been often postulated as an interesting discipline meant 
to lead to key advances in several fields covering chemical and biological sensing, thermal 
imaging, early medical diagnosis or secure communications, among others [1, 2]. Renewed 
interest has been recently triggered, partially motivated by the advent of quantum cascade 
lasers (QCLs) that provide compact and tunable mid-IR laser sources with high output powers 
[3]. Such great potential has stimulated research towards the implementation of compact and 
low-cost mid-IR integrated photonic chips, taking advantage of a mature silicon technology. 
In that regard, one of the first platforms to be explored in the mid-IR range was Si-on-
insulator (SOI), encouraged by the outstanding performance offered by the SOI platform at 
telecom wavelengths [4]. Nevertheless, the early absorption of the buried oxide around of λ = 
3.6 µm limits its operation to the lowest spectral region of the mid-IR band. Other platforms 
such as silicon-on-sapphire (SOS) or silicon-on-silicon nitride (SON) were able to extend the 
cut-off wavelength up to 6 µm [5, 6], whereas silicon-on-porous silicon (SiPSi), suspended 
silicon schemes, or the implementation of hybrid approaches permitted the Si transparency 
window to be fully exploited until 8 µm [7, 8]. Alternatively, the use of Ge-on-Si platforms 
for mid-IR integrated photonics allowed the wavelength range to be further extended up to 14 
µm while using a fully monolithic and robust approach [9–11]. Furthermore, the 
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implementation of Ge-based optical systems provides good prospects to develop nonlinear 
mid-IR optical devices, owing to its larger nonlinear refractive index than Si and the 
suppression of two-photon absorption in Ge for λ > 3.17 µm [12]. Later on, Si1-xGex alloys 
gained attention due to their ability to fine-tune the refractive index and bandgap at will, 
being able to provide complex graded refractive index profiles to efficiently accommodate the 
guided optical mode [13]. As a result, competitive propagation losses as low as 1 dB/cm for λ 
= 4.5 µm and 2 dB/cm for λ = 7.4 µm were obtained by ramping the Ge concentration in the 
Si1-xGex alloy up to ≈40% [14]. More recently, low-loss Ge-rich Si1-xGex waveguides with a 
top Ge concentration up to 80% were also demonstrated at λ = 4.6 µm [15]. As Ge 
transparency extends up to 15 µm, the Ge-rich Si1-xGex platform presents strong advantages in 
terms of maximum wavelength of operation. In addition, the strong Kerr effect of Ge opens a 
new route towards the implementation of efficient mid-IR non-linear devices based on these 
structures [16–18]. 

Thus, in this paper the potential of this approach as an enabling platform to develop 
broadband non-linear mid-IR devices such as supercontinuum light sources has been 
assessed. First, a modal and dispersive analysis of mid-IR Ge-rich graded-index Si1-xGex rib 
waveguides has been performed, in order to find the best waveguide geometry that yields 
tight mode confinement and flat anomalous dispersion over a broadband mid-IR wavelength 
range (from λ = 3 µm to λ = 8 µm). Such wavelength span was determined, in the short 
wavelength regime, around the onset of two-photon absorption in Ge (i. e. λ ~3.2 µm). In the 
upper wavelength regime, the longest operation wavelength was obtained according to the 
maximum value providing anomalous dispersion condition in both polarizations, which is 
around of λ ~8 µm for the optimized design. Finally, the third order nonlinear parameter (γeff) 
has been evaluated over such a broadband mid-IR wavelength reach (~1.4 octave span), 
showing the suitability of this platform for mid-IR nonlinear optics. 

2. Design rules for Ge-rich graded-index Si1-xGex mid-IR rib waveguides 

Simulations of mid-IR waveguides were done using a finite-difference method (FDM) mode 
solver, taking into account the refractive index wavelength dependence of Si and Ge [15, 19]. 
The proposed waveguide consists of a graded-index Si1-xGex waveguide core region (hcore) 
from Si to Ge on a Si substrate, as shown in Fig. 1 (a). The graded refractive index profile 
provided by the linear increase of the Ge concentration along the guiding core vertical 
direction was implemented using a linear relation between the Si and Ge refractive index 
values, according to the Ge concentration (x) of the Si1-xGex alloy. A representative example 
of the obtained refractive index profile in the waveguide core region for λ = 3 µm is displayed 
in Fig. 1(b), with a grading rate of ≈16.6% /µm (hcore = 6 µm). 

 

Fig. 1. a) Representative scheme of the graded-index Si1-xGex waveguide cross-section. b) 
Calculated vertical refractive index profile of a graded-index Si1-xGex waveguide (hcore = 6 µm 
and λ = 3 µm). y (µm) corresponds to the vertical position in the waveguide, being its origin 
located at the interface between the Si substrate and the graded-index Si1-xGex waveguide, as 
marked with a horizontal dashed line in figure (a)). 
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A fundamental factor to consider when designing nonlinear waveguides is the optimum 
value of hcore yielding the best mode confinement in the mid-IR regime under study. 
Generally, small hcore values are desired since they provide steeper refractive index profiles 
and therefore tighter mode confinement in the guiding core. As an illustrative example, we 
may compare the modal effective area (Aeff) of the fundamental quasi-TM mode of a 
representative design using an hcore = 11 µm (similar to the one used in previous works, see 
ref. 15) with a design containing a reduced hcore = 6 µm. A moderate difference is observed at 
λ = 3 µm, being Aeff 

TM (hcore = 6 µm) ≈4.4 µm2 and Aeff 
TM (hcore = 11 µm) ≈5.4 µm2, which 

however becomes progressively larger for longer wavelengths up to a value of Aeff 
TM (hcore = 

6 µm) ≈10 µm2 and Aeff 
TM (hcore = 11 µm) ≈13 µm2 at λ = 8 µm. On the other hand, an 

excessive reduction of the hcore will also compromise an efficient adaptation of the lattice 
parameter (from Si to Ge) with a subsequent increase of the threading dislocation density 
(TDD). Moreover, to better exploit the superior features of Ge over Si in the mid-IR, the 
propagating mode should overlap with the Ge-rich region of the waveguide core, which 
corresponds to its uppermost part. Thus, we used an hcore = 6 µm as yielded a good balance 
between tight mode confinement, good mode overlap with the Ge-rich region and an expected 
low dislocation density upon fabrication by state-of-the-art deposition techniques. In that 
regard, suitable techniques that have already provided notable results are reduced pressure 
chemical vapor deposition (RPCVD) or low energy plasma enhanced chemical vapor 
deposition (LEPECVD), among others [14, 15]. 

Similarly, the selection of the optimum waveguide width and etching depth values should 
also be carefully chosen. On the one hand, a small nonlinear modal effective area (Aeff 

NL) is 
desired to boost the nonlinear phenomena. On the other hand, and since flat anomalous 
dispersion is required to fully exploit phase-matched nonlinear effects, waveguide dispersion 
engineering should be tackled. Finally, single mode operation is generally preferred to 
minimize power leakage due to mode cross-talk. In practice however, this condition is often 
relaxed in nonlinear optical devices showing a broadband anomalous regime [20–22]. In that 
case, single mode filtering regions have been proposed to address intermodal coupling in 
multimode structures and thus ensure propagation in the fundamental mode [23]. 

3. Dispersive properties and third order nonlinearities of Ge-rich graded-index 
Si1-xGex mid-IR rib waveguides 

The waveguide chromatic dispersion has been investigated as a function of the waveguide 
width and etching depth over a wavelength range of λ = 3-8 µm. Upper panels in Fig. 2(a), 
2(b) and 2(c) show the dispersion (D) of the quasi-TE propagating mode for three 
representative wavelengths, i. e. at λ = 3 µm / 5.5 µm / 8 µm, and for a range of etching 
depths and waveguide widths that span from 1 to 5 µm (y-axis) and from 1 to 10 µm (x-axis), 
respectively. Multicolored areas represent designs with anomalous dispersion, whereas dark 
blue regions display geometries where normal dispersion was found. As seen, although 
multiple parameters provide anomalous dispersion, all of them lie outside the single mode 
domain, whose frontier is defined by a solid white line. Among them, a design with a width of 
4 µm and an etching depth of 4 µm was chosen (marked by the grey dots) as it displayed 
broadband anomalous dispersion with values comprised within the low anomalous dispersion 
regime (D < 100 ps/nm/km). The calculated spectral dispersion characteristics of quasi-TE 
and quasi-TM polarizations have been compared in Fig. 2(d). As seen, both polarizations 
provide broadband anomalous dispersion over a 1.4 octave span, with the quasi-TM mode 
showing a flatter profile with a maximum value of ≈14 ps/nm/km for λ = 6 µm. The origin of 
such low dispersion characteristic compared to the quasi-TE mode is probably related to the 
enhanced influence of the vertical confinement the quasi-TM polarization is subjected to, 
hence benefiting from a stronger interaction with the vertical graded refractive index and 
therefore a better dispersion accommodation upon a wavelength variation. 
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Fig. 2. Top panels in (a), (b) and (c) show the dispersion parameter (D) of the quasi-TE 
polarization mode (in multicolor scale) of a waveguide with hcore = 6 µm as a function of the 
etching depth and the waveguide width for λ = 3 µm / 5.5 µm / 8 µm. Multicolored areas 
correspond to positive (anomalous) dispersion. The grey dot indicates the selected waveguide 
parameters, with width = 4 µm and etching depth = 4 µm. Bottom panels in (a), (b) and (c) 
display the simulated optical propagation mode (quasi-TE) of the selected waveguide 
geometry for increasing λ, according to top panels. (d) Spectral evolution of the dispersion 
parameter of the quasi-TE (black squares) and quasi-TM (red dots) polarizations for the 
optimized waveguide design (hcore = 6 µm, width = 4 µm, etch depth = 4 µm). 

Broadband phase-matched nonlinear mid-IR devices can thus be expected, providing 
strong light confinement of the optical modes. The bottom images in Fig. 2(a), 2(b) and 2(c) 
display the simulated mode profile of the dispersion engineered waveguide for λ = 3 µm / 5.5 
µm / 8 µm. Remarkably, the propagating mode is localized entirely in the upper part of the 
waveguide, expanding towards the substrate for longer wavelengths. Such wavelength-
dependent modal resizing is a unique feature of waveguides with graded-index guiding cores 
in the vertical direction, which are able to provide tight mode confinement over a broad 
wavelength range while retaining large cut-off wavelengths using a single waveguide 
geometry. Moreover the mode lies in the Ge-rich region of the waveguide, which is an 
advantage because of its large Kerr effect. Indeed, as Si and Ge are centro-symmetric 
materials, the advent of nonlinear properties is mainly governed by the third order 
nonlinearity (χ(3)), and particularly by the Kerr coefficient (n2), whose values, extracted from 
[24] are reported in Fig. 3(a) for different Ge concentrations of the Si1-xGex alloy and for 
different λ values. Noticeably, larger n2 values are observed for high Ge concentrations. The 
gradual increase of the Ge concentration inside the waveguide core thus provides a gradient 
of the n2 parameter along the vertical direction. This situation is depicted in Fig. 3(b), where 
the spatial distribution of n2(y) of a graded-index Si1-xGex waveguide operating at λ = 3 µm 
has been represented in a color bar scale. Notably, a constant Kerr coefficient is observed all 
over the waveguide for Ge concentrations lower than 80% (n2 ≈1 × 10−17 m2/W), whereas a 
prominent enhancement of up to one order of magnitude is obtained for larger Ge 
concentrations (n2 = 1 × 10−16 m2/W for pure Ge). Therefore, the graded-index Si1-xGex 
platform provides an optimum spatial overlap between the calculated optical mode 
(concentric lines superimposed in Fig. 3(b)) and the highly nonlinear area in the waveguide 
core in a broadband mid-IR range. 

Figure 3(c) compares the normalized TE mode profile, |E||| (left y-axis, in black) and the 
calculated n2 (right y-axis, in red) along the waveguide vertical direction for λ = 3 µm (solid 
lines) and λ = 8 µm (dashed-dotted lines), respectively (extreme values). As seen, the increase 
of λ is expected to gradually attenuate the nonlinear response of the waveguide in three 
different manners: (i) by consistently decreasing the top value of the n2(y) curve by ~50% 
compared to the value at λ = 3 µm; (ii) by reducing the modal overlap with the highly 
nonlinear area in the waveguide (y > 4.8 µm) from 65% for λ = 3 µm down to 30% for λ = 8 
µm, and (iii) by the continuous downwards modal expansion that takes place for larger 
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wavelengths, which increases Aeff 
NL. This trend is better seen in Fig. 3(d), where the effective 

nonlinear parameter (γeff) of graded-index Si1-xGex waveguides has been calculated (right y-
axis scale) and compared with Aeff 

NL (left y-axis scale), displaying opposite trends. The 
following expression has been used [25]: 

 ( )
2

2
2( ) 2 ,eff z z

Wg

n x y S  dxdy S dxdyγ λ π λ
∞

−∞

 
= ⋅  

 
    (1) 

with Sz = (E × H*)z the longitudinal component of the Poynting vector and the interval Wg in 
the numerator the geometrical boundary limits of the waveguide cross-section. As expected, 
the graded-index Si1-xGex waveguide with hcore = 6 µm, Width = 4 µm and Etch depth = 4 µm 
provides a maximum value of γeff ≈10 W−1m−1 for both polarizations at λ = 3 µm, followed by 
a gradual decrease for larger wavelengths down to γ ~0.6 W−1m−1 for λ = 8 µm. Moreover, 
although the quasi-TE polarization displays slightly larger γeff values all over the studied 
wavelength range, the quasi-TM propagation mode offers also good γeff values with flatter 
chromatic dispersion characteristic (see Fig. 2(a)). Finally, the potential of such graded-index 
Si1-xGex waveguides for mid-IR nonlinear optics was further corroborated by comparing these 
results with previously reported simulations on the mid-IR supercontinuum generation of step 
index Si-cladded Si0.6Ge0.4 waveguides [26]. In that work, a supercontinuum spanning from λ 
= 2.5 µm to 6 µm was predicted by pumping a 6 cm long waveguide with an ultra-fast pulsed 
laser (320 fs) at a wavelength of λ = 4 µm, assuming a γeff ~1 W−1m−1 (with Aeff 

NL ~10 µm2). 
In our case, since the calculated γeff parameter is five times higher at this wavelength (λ = 4 
µm), the Kerr effect is expected to manifest over shorter waveguide lengths and at lower 
pump power. Moreover, the calculated Kerr effect at λ = 8 µm for graded-index Si1-xGex 
waveguides is still comparable to the value reported in [23] at λ = 4 µm, suggesting that 
prominent third order nonlinearities may also be observed at longer wavelengths in this 
platform. 

 

Fig. 3. (a) Color map of the calculated Kerr coefficient, n2, extracted from [21], as a function 
of the Ge concentration and wavelength, λ. A constant value of n2 ≈ 1 × 10−17 m2/W was 
obtained for the Ge concentrations not displayed (i. e. for Ge conc. < 65%). (b) Spatial 
distribution of n2 in the waveguide, with the simulated modal intensity superimposed for λ = 3 
µm (inner lines denote higher intensity). (c) Calculated quasi-TE mode profile (|E|||, black 
curves, left y-axis) and n2 (red curves, right y-axis) along the waveguide vertical direction for λ 
= 3 µm (solid lines) and λ = 8 µm (dashed dotted lines). (d) Calculated nonlinear parameter 
(γeff, filled data, left y-axis) and nonlinear modal effective area (Aeff 

NL, empty data, right y-axis) 
of the quasi-TE (squares) and quasi-TM (circles) optical modes as a function of λ. 
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4. Conclusions 

In this work, the potential of Ge-rich graded-index Si1-xGex waveguides for broadband mid-IR 
nonlinear applications was studied over the wavelength range from λ = 3 µm to 8 µm. The 
best waveguide geometrical parameters yielding broadband tight mode confinement and flat 
anomalous dispersion were inspected, revealing a strong mode overlap with the Ge-rich area 
and a gradual wavelength-dependent size accommodation of the guided optical mode caused 
by the vertical Ge gradient concentration in the waveguide core. Additionally, broadband 
anomalous dispersion was engineered for both quasi-TE and quasi-TM fundamental optical 
modes, giving rise to a particularly flat profile for the quasi-TM polarization with values 
comprised between D = −3 ps/nm/km and 14 ps/nm/km. Finally, the spatial distribution map 
of the Kerr effect coefficient in dispersion engineered Ge-rich graded-index Si1-xGex 
waveguides was calculated, allowing us to estimate the evolution of the effective nonlinear 
parameter (γeff) as a function of the propagating wavelength. Promising values were retrieved, 
with a maximum of γeff ~10 W−1m−1 for λ = 3 µm followed by a gradual decrease for longer 
wavelengths down to γeff ~0.6 W−1m−1 at λ = 8 µm, suggesting a promising performance for 
broadband supercontinuum generation. 
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